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Chevy Small Block Crankshaft Details

YEAR


STROKE

CONSTRUCTION

CASTING OR






AND MATERIALS

FORGING #

1968-1969

3.000”


FORGED STEEL

1178-3279




3.250”


FORGED STEEL

1130-4672

1968-1973

3.250”


CAST NODULAR IRON
3911001 or










3941174

1968-1975

3.480”


FORGED STEEL

2690

1968-1985

3.480”


CAST NODULAR IRON
3932442







FORGED STEEL

3941182











or 1182

1970-1980

3.750”


CAST NODULAR IRON
*3951529

1975-1976

3.100”


CAST NODULAR IRON
354431

1986-1988

3.480”


CAST NODULAR IRON
14088526







FORGED STEEL

14088552

* Main Bearing Journal Mod` is required prior to interchange. 

(1986 or later, otherwise forget it)

The data herein has been verified as far as possible. We disclaim any liability incurred in connection with the use of this Data or any specific details mentioned herein.

